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Projectile Lubrication by Melting Rotating Bands 

The lowest coefficients of friction for all the metals investigated 

in the fast-sliding wear study made by the Franklin Institute in the 

period 1947-1956 (1) were in the range of 0.15 to 0.20. This was 

despite the fact that the abrupt drop in both the frictions and the 

wear rates at the same point leaves little doubt that the sliding was 

lubricated by a molten surface film at the higher sliding velocities 

and bearing pressures. An appreciably lower coefficient of friction 

would be expected for hydrodynamic lubrication and the coefficients of 

friction for actual projectiles sliding down cannon bores are known to 

be considerably below this value. For example, the values for projectiles 

fired in the 155mm M185 howitzer were as low as 0.015 after only ten to 

twenty inches of travel. (2) 

It was suspected that this disparity resulted because the laboratory 

experiments were made using a small slider and relatively low bearing 

pressures as well as other differences. The laboratory slider was a 

pin just 0.080 in. in diameter while a rotating band is usually an 

inch to an inch and a half wide and the laboratory bearing pressures 

did not exceed 20,000 psi while the average band pressure during 

engraving is on the order of 50,000 psi.  It certainly was not an 

effect of sliding velocity because the laboratory experiments were 

made at velocities as high as 1800 fps while the 155mm projectiles in 

ref. 2 had not reached 400 fps when the coefficient of friction was 

as low as 0.015. While these factors were suspected to be the causes 



of the disparity, the reasons were not clear until the recent 

publication by Wilson of a theoretical study on lubrication by a 

melting solid (3). From his analysis, the coefficient of friction is 

proportional to the square root of the non-dimensional sliding speed, 

S. This speed is defined as: 

S= ^U/x2L (1) 

where: }i  = liquid viscosity 

U = sliding velocity 

X2= length of slider 

L = volumetric latent heat 

Therefore, the coefficient of friction is inversely proportional to the 

square root of the length of the slider for any particular sliding 

velocity. This could account for a portion of the disparity in the 

coefficients of friction. 

In Wilson's study it was also shown that, in the case of a melting 

slider, the system is not self-sustaining until very high values of 

non-dimensional bearing pressure. Specifically, the system does not 

develop its own lubricant supply for complete liquid film lubrication 

until the non-dimensional bearing pressure, W*, is greater than about 

0.2. W* is defined as: 

W*Sw/Lx2 (2) 

where: w = load per unit width 

Below this value, the leading edge of the slider would not be 

lubricated by the liquid metal and, consequently, the coefficient of 

friction would be much greater. The value of W* for the gilding metal 

bands on the 155mm M107 projectile would be about 0.20 during 



engraving for an engraving pressure of 50,000 psi and assuming the 

latent heats of zinc and copper in the alloy are additive.  (See 

Appendix)  It would be 0.19 for the copper bands on the 155mm M483 

projectile during engraving for the same pressure. Therefore, in this 

case, lubrication by surface melting of the rotating bands would be 

self-sustaining or close to it. On the other hand, the maximum W* for 

copper or gilding metal in the laboratory experiments was only about 

0.07. The high coefficients of friction measured in the laboratory 

pin-on-disk experiments could easily be accounted for by the small 

slider size and low bearing pressures. 

After a short distance of sliding, the coefficient of friction 

becomes low but not as low as predicted by Wilson. This is apparent 

from Fig. 1 where the 155mm howitzer friction data from ref. 2 is 

plotted as a .function of non-dimensional speed on Wilson's graph. This 

may be a result of the complex geometries and bearing pressure patterns 

of the rotating bands. The bearing pressure at the entering ramp at the 

leading edge is considerably less and the cannelures, in the grooves 

of the rifling at least, break the sliding surface into shorter 

segments. Furthermore, the experimentally measured engraving pressure 

is an average pressure; the actual bearing pressure is significantly 

greater at the lands and less in the grooves of the rifling. 

It is interesting to note that, from this analysis, the material 

of the rotating bands has an appreciable effect on the bearing 

pressure required for the lubrication to be self-sustaining through 

the volumetric latent heat. While the required bearing pressure is 
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Fig. 1 155mm M185 Howitzer Friction Data as a Function of Non-dimensional 
Speed. The data is from Ref. (2) and the lines of constant non- 
dimensional bearing pressure, W*, from Ref. (3). 



about 50,000, 53,000, and 56,000 psi for gilding metal, copper, and 

iron bands respectively, it would only be about 30,000 psi for aluminum 

bands. The required bearing pressure would even be less for the plastic 

band materials. This would have a significant effect on the friction 

of the bands during the initial engraving process. 
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Appendix 1 

Estimation of Effective Width of Rotating Bands, X2. 

M107 Projectile 

Contact with rifling grooves 

Assume 50% of cannelure in contact - 

Contact begins about 0.26 in. behind leading edge. 

Contact length = 1.00 - 0.26 - 0.05 = 0.69 in. 

Contact with rifling lands 

Assume all of cannelure in contact - 

Contact length =1.00 

Av. length of contact 

1.00 (0.15)+ 0.69 (0.249)   . .. . 
 0.15 + 0.249  = °-81 in> 

M483 Projectile 

Contact with rifling grooves 

Assume 70% of first cannelure in contact and 90% of second 

cannelure in contact. 

Contact begins about 0.26 in. behind leading edge. 

Contact length =1.49- 0.07 - 0.01 - 0.26 

= 1.15 in. 

Contact with rifling lands 

Assume all of cannelure in contact. 

Contact length = 1.49 in. 

Av. length of contact 

1.49 (0.15) • 1.15 (0.249) . . .,.. . 
0.15 ^ 0.249     ~ i-" 



6.296 D. 6.289 D. 6.220 D. 6.080 D. 

M483 

1.00 

.53 .10—H 

6.220 D.        6.050 D 6.080 D. 

MI07 

Fig. 2 Rotating Band Configurations of the Projectiles, 



Appendix 2 

Calculation of Volumetric Latent Heat, L 

Heats of Fusion (gcal/g) from Kubaschewski and Alcock, 

Metallurgical Thermochemie (1967) 

Al = 92.7 - 1.1 

Cu = 48.8 i 1.6 

gilding metal (90 Cu-lOZn) = 46.6 

(assuming additive) 

Fe = 59.1 - 3.6 

Ni = 69.9 - 1.4 

Zn = 26.6 ± 0.5 

Densities (g/cnr) 

Al = 2.71 

Cu = 8.91 

gilding metal = 8.80 

Fe = 7.86 

Ni = 8.86 

Zn = 7.14 

L = (Heat of Fusion, gcal/g)(Density, g/cm3)(3087, ft-lbs/Kcal)(12,in/ft) 

(1000, gcal/Kcal)(0.06102, in3/cm3) 

Volumetric Latent Heat (in-lbs/in5) 

Al = 152,000 

Cu = 264,000 

Gilding Metal = 249,000 

10 



Fe = 282,000 

Ni = 376,000 

Zn = 115,000 

Calculation of Non-Dimensional Speed, S, For Gilding Metal Bands of 

M107 Projectile 

Assume viscosity, fx,  is the same as liquid copper at its 

melting point.  (3.1 centipoises) 

S = /iu/x2L   (0.031 dyne-sec/cm?)(2.248 x 1Q-6 lb/dyne)(U in/sec) 
= (0.1550 in2/cm2)(0.81 in)(249,000 in-lbs/in3) 

= 2.2 x 10-12 U(in/sec) 

Calculation of Non-Dimensional Speed, S, For Copper Bands of M483 

Projectile 

S . (0.031) (2.248 x 10~6) (U in/sec) 
(0.1550) (1.28) (264,000) 

= 1.33 x 10-12 U (in/sec) 

11' 



Appendix 3 

Calculation of Maximum Non-Dimensional Load Support, W*, For 

Laboratory Experiments With Gilding Metal 

The slider had a circular contact area of 0.080 in diameter. 

x-2  was estimated as 0.071 in. 

W*   (max. load)       m    98.5 
(slider Diameter) Lx2 (0.080) (249,000)(0.071) 

= 0.07 

Calculation of W* for Gilding Metal During Engraving of M107 Projectile 

W*  w w bearing pressure 
Lx2 L 

=  50,000 = n 9n 
249,000 

Calculation of W* for Copper During Engraving of M483 Projectile 

W* = 50>000 = o 19 
264,000    u'iy 

Calculation of Bearing Pressure Required for Self-Sustaining Liquid 

Film Lubrication 

w 

*2= 
= W*L 

P = ' 0.2 L 

Al = 30, ,000 psi 

Cu = 53, ,000 psi 

gilding metal = 50, ,000 psi 

Fe • 56; ,000 psi 

Ni = 75; ,000 psi 

Zn = 23; ,000 psi 

12 
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